LINPKYNALINHI ONNBY

onunc
LEDA cepist cknaaa€eTbest 3 BULLOT IKOCTi R&O 0/1MBM 3 BUCOKOIO CTIMKICTIO A0 OKUCIEHHS, XOPOLUMMW BNACTUBOCTAMM AeeMynbcaLlii
Ta BUCOKWUM iHAEKCOM B'si3koCTi. Onmeu LEDA MatoTb LUMPOKMIA CMEKTP 3aCTOCYBaHHS i NiAXOASTb ANst TPUBANOro TEPMIHY Clyx6u.

OBJIACTb 3ACTOCYBAHHA

Cepis LEDA niaxoauTb Anst BEAIMKUX LIMPKYASLIMHUX CUCTEM HU3bKOMO TUCKY (MIAWMMNHUKIB SIK KOYEHHS!, TaK i KOB3aHHS), A€ MOXYTb
BUKOPWCTOBYIOTLCS 3BUYalHI ONMBK, @ TaKOX [1s BaKYyMHUX HACOCIB i rigpaBnivyHux cucteMm, Ae noTpibHa piamHa Tvuny HH abo ans
3aranbHol CUCTEMU 3MalLLEHHS.

XAPAKTEPUCTUKN-NEPEBATU
XAPAKTEPUCTUKHU

Bucokuii iHAeKC B'SI3KOCTi.

NMEPEBAInN

36epexeHHs B'A3KOCTi; MPOLOBXEHHS TepMiHy ekcnyaTadii.

Husbka TemnepaTtypa 3acTUraHHs. BukopucTaHHs 3a nobux NorogHnx YMOB.

XOpOLUWI KOHTPOSIb MiIHOYTBOPEHHS. besnepebiitHa poboTa cucTemMu.

YyaoBWI 3aXUCT Bif KOPO3ii | OKUCNIEHHS. 36inbLUEeHUIA MiXKCEPBICHUIA iHTepBan 3aMiHn ONMBU.

®IZNKO-XIMIYHI XAPAKTEPUCTUKHN

LEDA METHOD ISO 100 ISO 150 ISO 220 ISO 320 ISO 460

LinbHicTb npu 15°C, r/cm3 ASTM D 1298 0,888 0,890 0,8975 0,899 0,9020
B'si3kicTb, KiHemaTnyHa (cSt) 40°C | ASTM D 445 100 150 220 320 460
B'si3kicTb, KiHemaTnyHa (cSt) 100°C| ASTM D D445 11,16 14,6 19.1 23.1 30

IHAekc B'a3KoCTi ASTM D 2270 97 97 97 96 95
Temnepatypa cnanaxy, COC, °C ASTM D92 256 260 264 274 280
TemnepaTypa 3acTuraHHs, °C ASTM D97 -21 -18 -18 -15 -15
Kopo3isa migi ASTM D130 la la la la la

HaBepeHi BuLe XapaKTepUCTUKKU MaloTb CepeaHi 3HaYeHHS.

CNELMNOIKALIL

DIN 51524 Part 1 HL; 51517 Part 1 CL
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Bci npaBa 3axullieHi.



